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UN38.3 Test Summary
UN38.3 A E

Summary of conditions for testing lithium cells or batteries in accordance with
UN "Manual of Tests and Criteria" ST/SG/AC.10/11/Rev.8/Subsection 38.3
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Test Report No .4l 15 4 5

LP26010157C02-01

Issue Date %% H

2026-04-03

Product Name 7= it 44 #%

Integrated Liquid Cooling Ess LRkt ft 24t

Product Type 7= i 2551

Li-ion Battery 4 g7 ijth

Model %15

JS-Y261

Rating %

832V, 314Ah, 261kWh

Mass i &

247

Appearance 4Nl

Approximate White Cuboid [ a1/ £ 75 {4

Applicant
Z S I DA

Jiangmen Jeeseng Energy Co., Ltd.
VLTI AR SRR VR AT B 2 ]

Applicant address

3rd & 4th Floors, Self-compiled Building 2, No. 93 Jiangwan Road, Huicheng,
Xinhui District, Jiangmen City, Guangdong Province, China

FIRR AL LT 2 X ST 03 5 E1 561 2 546 = U2
Factory Jiangmen Jeeseng Energy Co., Ltd.
T TR SRR VR AT B 2 ]

Factory address

3rd & 4th Floors, Self-compiled Building 2, No. 93 Jiangwan Road, Huicheng,
Xinhui District, Jiangmen City, Guangdong Province, China
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Tel HiE +86-19865849196

E-mail HE#H 3243025331@qg.com
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Summary of conditions for testing lithium cells or batteries in accordance with

UN "Manual of Tests and Criteria" ST/SG/AC.10/11/Rev.8/Subsection 38.3

IR - GBI AIFRAE T W) (28 8 fiRD 38.3
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Test items and results IR0 H & 44

T.1-Altitude simulation T.5-External short circuit
R Not Applicable 4~i& H o Not Applicable A~id
fei FE AR BN A
T.2-Thermal Test T.6-Impact/Crush
‘ Not Applicable A~id& H Not Applicable 4~ i
Tt FE i € RiTL A
T.3-Vibration T.7-Overcharge

B Not Applicable A& | Not Applicable A~idi i
=N T
T.4-Shock T.8-Forced discharge

Not Applicable A~id& H ) Not Applicable /<3

s SR 1 TR R

Reference to assembled battery testing requirements

AR BRI A 0 R

(] Not ApplicableA~id& F
x138.3.3.1 ()11 38.3.3.1 (@)

i - Overchargeid £ 78 1 Pass &%
ii - Short circuits i Pass %1%
iii - Over discharge between the batteries

Pass &%
Rt A 22 ) T R
Test Reference UN "Manual of Tests and Criteria" ST/SG/AC.10/11/Rev.8/Subsection 38.3
MR AR Bea B GRIQAFR T M) (3E8h) 38.37
Test Laboratory Dongguan Lepont Testing Service Co., Ltd.
I S5 = AREE T ) H e I AR 55 A PR A )

. Room 202, Building 1/Room 103,Building 2, No.65, Jiulong Road,
Testing Address T ]
Dongcheng Subdistrict, Dongguan, Guangdong, China
WA .
J7HRAE AR SE T AR TE L #5655 18202 % /245103 %

Tel. FE1f +86-(0769)-8308 9988
Website X 11 http://www.lepont.com.cn
Tested by: Watson Ye Test Engineer: o Jx
Rl P TR R 3%% 0 "ﬁT
Reviewed by: Allen Yang Technical Manager A %1& Dong estlngaS rvice
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Approved by:Steven Chen | Technical director: j{j %ﬁg%sg &Elc -
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